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INTEFNAL SFEC: ENITUEB 30TI00
PRODUCT : 51882 SPE ROUGHPEELED ROUND BARS TOLERANCE: + 1,500 - 00,0000
SURFACE FINIEH: 1X Hot Finished
PRODUCT DELIVERY CONDITION: BN QUENCHED AND TEMPERED
PRODUCT DIMENSICNS (mm) : 150,000 LENGTH (mm} 04000 /06000
GEADE : WI.1.4313 INTERNAL GEADE: E415 1
IDENTIFICATION HEAT NO: 901021 IDENTIFICATION LOT NO: 480180
MAREING OF THE PRODUCT: 1.43132 TEEST PIECE N: 01s
MATERIAL, CONFORMING TO EN10088-3
STEELMAKTNG EAF + AOD
HOT ROLLED
REDUCT — -
E{ﬁ QILJ%INGQMA EKEIR:
Contro 000753932 - 84.99T KG
ELEMENTS C i Mn P 5 N Cr Mo Ni
OBTAINED 0,021 0,43 0,68 0,01 00,0010 0,027 12,81 0,52 4,16
IMPACT TEST IN AS DELIVERY CONDITION
Control lot No. - Weight :020000794338 - 3.181 EG
SPECIFICATION EN IS0 148-1-KWV2 DIRECTION OF THE TEST PIECE: L
TYPE OF TEST PIECE EV
TEST TEMPEERATURE °C 20
MEASUREMENT UNIT J
OBTAINED 183 186 155
TENSILE TEST IN AS DELIVERY CONDITION
Control lot No. - Weight :020000794338 - 3.181 EG
SPECIFICATION EN-IS06892-1 DIRECTION OF THE TEST PIECE: L
RM RPO2 Lt
MEASUREMENT UNIT MPA MPR %
5.0 D
OBTAINED 966 913 17,2
MARKING: PRODUCER LOGO, MATERIAL NO, HEAT NCO, LOT HNRE.
ATL TH ENDED IR LLC T THE DATE OF ISSUE OF THIS DOCUMENT.
VISTAL L A QT = TC EN 10221 CLASE C AND EN 10060: SATISFACTORY.
ULTRAS DT G 10803 A eqiiya SEP 1920 Group 2 Class C and ASTM A3EB8 FBH 3 for size < = 120 mm and to
103 ass 3 EEP1820 1 nd ASTM A388 FBH 5 for size > 120 mm.

HNTIMIX TEST WITH PDRTABLE EPECTRCMETEER: SATISFACTORY.
NO WELDING REPAIR CON THE MATERIAL.
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