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Bircelik P lik Tic.Ano.Sir Bircelik Pdsfanmaz Celik TicjAno.Sir
Demir g, No.:5 Demircilef Si¥esi, 4. Cadde, jno.:5
TR-3#760 [Zeytinburni- Istynbul TR-34760)Zeytinburni- Istarjbul
Tur Turkey

= LY
Corract Number 966 N\ \
LY Fi N
Orde\number 19!727 \ |Batch nurhber T\66
N V4 N LY
Product\_}/fungsten Alloy 92.5W5.25NiN5Cu \
= S
Condition
Dimefsion 8x10x200 mm J/
P
Quantity 13 pcs /
Z

Weight / length
1

Specilication

Prodycer

(’\/ () BIRCELIK

Nomifal Chemical composition

N\

Ca Mg Al N N P Mo Si
% 0.0007 0.0004 @.0007 0.0030 \0.0020 0.0006 0.0010 0.0006
C Ni Cu W
% 0.0020 5.2500 2.2500 | Balance
Mechanical data Test Report No
Temp 0.2 % Yield Tensile % Elongation | Hardness | % Reduction % Electrical Density Grain size
ce MPa MPa On 50 mm HRB of area Conductivity g/cm? ASTM E 112
Remarks
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Date




